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Name of product:  Grey low-smoke halogen-free rigid conduit pipe
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Kind of test: Customer-ordered test R
ML Tl B8 T #4 % R A Aol

MACHINERY INDUSTRY:QUALX - TEST CENTER
FOR ELECTRICAL MATERI WIRE & CABLE




MU Tl B TR R4S R &

£ I E AN A

MACHINERY INDUSTRY QUALITY SUPERVISION AND TEST CENTER
FOR ELECTRICAL MATERIAL AND SPECIAL WIRE & CABLE

oW R &
Test Report
F1m #H2m
1 of2
.irl. (A - s
okl K BT
product Grey low-smoke halogen—free rigid conduit pipe
. T REWE [ RAsws. 57, FaNRER
Type and size Sample Grey pipe. sheet meet the
P Description requirements of test
odg: 3] RIRR KRS
Kind of test Customer-ordered test Reference No. MT2014-0438
3 LEAREFHRAA L % G BT K PR AT 1 L B Y b B 5555
%ﬁ%i‘m SHANGHAI RICHENG ELECTRONICS i it PINGLIN ROAD 555, &INSHE’NG INDUSTRQIAL
ient Co. . LTD Address AREA, ZHELIN, FENGXTAN, SHANGHAT
H g 4 AT HE T MR 204 A K
Producer SHANGHAI RIC%iEhLGTDEl.ECTRONICS Date of receipt 2014. 04. 08
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method gy Deliverer Jinfeng Zip code Tel
ASTM E662-2013d Standard Test Method for Specific Optical Density of Smoke Generated by Solid T —
Materials (ehien FOF
@Eﬁfﬁ?ﬁ IEC 60754-1-2011 Test on gases evolved durms combustion of materials from cables Part 1: b u“ﬂ
Test standard Determlnatfﬁ’of it p.halpgen acid gas content LY hacad ﬁ,g
IEC 60754-2- Test on gases ‘evolved (fu.ri tion of materials from cables Part 2: e 4
Deter mmatlfn ‘of a.cldit.y (h’},, ‘-\\;’s ement) and conductivity \T ‘E\—"J?\
est date E-.
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Conclusion‘r
g x| AEEEARFHEE: HH110mm; LT 06mm
Remarlis Average thickness of specimen for specific optical density of smoke
test :Flaming 1. 10mm;Non—flaming 1. 06mm
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Note: “ v ” means that the item is qualified,

unqualified.
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No. Item of test Unit Requirement Test result Judgement
1 Ty
Rigid conduit pipe
1.1 pH{& e — 5.0 SEE
pH value Measured
value
1.2 HEE B S/mm — 0.6 SEi{E
Conductivity Measured
value
1.3 MBRSASE mg/g o 4.0 SEMIE
Halogen acid gas Measured
content value
2 W
Sheet
21 T
Specific optical
density of smoke
2.1.1 |l = == 230 S
Non—flaming Measured
value
2.1.2 |H4 — — 254 SEWAE
Flaming Measured
value
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Reference No.: NS Appendix
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No. uipment number Date of validity
1 ﬁﬁ&m&ﬁmﬁ; Q075 2015, 02. 06
2 WAL D165 2014. 12. 26
3 BTRF¥ 1014 2014. 06. 27
4 RFEK Y085 2015, 04. 13
5 3 47 Y088 2014, 06. 05
6 PR U R Q090 2014, 12.29
7 REmEE D097 2022. 03. 03
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